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ERTIFICATION

Customer Name : FERMI NATIONAL ACCELERATOR LABORATORY
Customer Purchase Order : PRN62423 (A)
Customer Part Number :
SPM Sales Order Number : 95975
Cert Generation Date :  6/1/2006 1:38:37 PM

CERTIFICATE OF ORIGIN

We certify that all material and parts are manufactured in the United States. If any of our products are made from
foreign materials, such materials have undergone substantial transformation in the United States. The goods are not
and will not be, the subject of a claim ar drawback by the seller based on the intended exportation of the goods from

the United States.

CERTIFICATE OF CONFORMANCE

This is to warrant that the parts or

material in this shipment are in conformance with all the specifications as listed on

the blueprint or furnished with your Purchase Order. Lot traceability is maintained for the metals and alloys used to
fabricate the products. SPM has on file chemical and/or physical test reports or other evidence of conformance to all

applicable specifications.

item Number : 20305

Desc

ription @ SIAL W-WI,.001
1% SI/AL WIRE

Quantity / UofM : 60 SP

Lot Numl

ber(s) : 83183

Date of Manufacture :  5/12/06

AG=NA
AL=P

AS =NA
AU =NA

B = <.00005
BE =NA
BI=NA
C=.0002
CA = NA
CO=NA

Flre P

CERTIFICATE OF ANALYSIS

Melt Number: 01SIAL526 *ND = Not Detected
[ Percent by Weight | “NA = Not Applicable
CR=NA NB = NA SN =NA
CU=.00012 NI =.0001 TH=NA
FE = .0002 P=NA Ti=NA
GA=NA PB =NA ZN=NA
GE =NA PD =NA ZR =NA
LA=NA PT=NA
LI=NA RH =NA
MG = <,0001 S=NA
MN = <.00005 SB =NA
MO =NA Sl =.99%

1 Labriola Court
Armank, NY 10504-1336

Manager - Quality Assurance

Phone (914) 273-5500
Fax (814) 273-2065
www.sempck.com
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